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CHROME COPPER NICKEL  ZINC
RESULTS  0.68 042 065 0.10

LIMITS 2.75 3.00 2.50 2.61

ALASKAN COPPER WORKS
3200 FACILITY
NOVEMBER 12, 1998
COMPOSITE M77690

_ VISUAL REPRESENTATION OF THE LAB RESULTS

CHROME COPPER - NICKEL ~ ZINC

RESULTS - 0.34 0.22 0.29 0.05
LIMITS - 2.75 3.00 2.50 2.61
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COPMOSITE M77717

CHROME COPPER NICKEL ZINC
RESULTS .. 0.38 0.34 0.39 0.08

LIMITS 2.75 3.00 2.50 2.61
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NOVEMBER 20, 1998
METRO KC GRAB M77750

CHROME COPPER  NICKEL ZINC
RESULTS 092 0.57 1.00 0.09

LIMITS 2.75 3.00 250 2.61
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NOVEMBER 26, 1998
COMPOSITE M77773

~ VISUAL REPRESENTATION OF THE LAB RESULTS

CHROME COPPER - NICKEL =~ -ZINC
RESULTS = 0.52 0.42 0.39 0.10

LIMITS 275 3.00 2.50 2.61
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